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Al 2

Test itmes ‘ Unit ‘ Sample ‘ Results ‘ MDL ‘ Test Methods
Pb m/g | - | #=eE 5  IEC62321-5Ed.1.0: 2013 (IGP)
Cd mfg | - #=eE 1 IEC62821-5Ed.1.0: 2013 (ICP)
Hg kg | - | ABOE | 1 [EC62321-4 Ed.1.0: 2013 (CV-AAS)
Cr* | mg/kg - zsorg §|E062321—7—2 Ed. 1.0 : 2017(UV/Vis)

Notes : mg/kg = ppm (parts per million)
N.D = Not detected( <MDL)
MDL = Method detection limit
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Pb, Cd, Hg : Tested by Jeong Chang Uk(Tel : 052-220~3134)

Flow Chart of heavy metals analysis

’

‘

Acid digestion
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Cr* : Tested by Jeong Chang Uk(Tel : 052-220-3134)
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Metal
Sample

Prepare

sample
surface area of 50 cm2

Flow Chart of Cr* analysis

Poymer Sample

Electronics |

‘ Milling (Freezer mill) ‘

Yes " No._
Add NMP and dissove Add digestion solution,
by ultrasonication MgCl2, and phosphate
/ buffer
Add 50 mL water %Add digestion solution,
MgCl2, and phosphate buffer
Adjust pH Heat sample and Cool
Boil
(at least 10 min) ¢
y Filter
Add diphenylcarbazide
solution
Cool to ambient temp ¢
Adjust pH
i Make up ¢ -
Add test solution Add diphenylcarbazide
solution
v
UV/VIS analysis UV/VIS analysis Make up
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